
Fiber to Ferrule Bonding

What is Fiber to Ferrule Bonding?
Fiber optic cables require proper termination for optimum transmission effi  ciency and 
minimal data loss. Selecting the right adhesives assures limited fi ber displacement and 
mitigates interference from mechanical and thermal factors. Epoxies are used to maintain 
fi ber alignment within the ferrule, as well as allowing light to be transmitted. 

Where Can Fiber to Ferrule Bonding Materials Be Used?
Epoxies bond well to most substrates; notably glass, stainless steel, zirconia, and ceramic. A small amount of epoxy can be used to pot 
(fi ll-in) the void between the outer diameter of the fi ber and the inner diameter of the ferrule. Th is ensures the epoxy holds the fi ber 
within the ferrule, which is then polished to help sustain the fi bers’ optical properties. 

Which EPO-TEK® Products Are Best Suited For Fiber to Ferrule Bonding?
Epoxy Technology manufactures a variety of optical adhesives, listed below by cure type:

• Low Viscosity:
–  Room Temp Cure: 301, 301-2, 302-3M, OM125
–  Thermal Cure: 323LP, 353ND, 354, 377, 383ND
–  UV Cure: OG142-87, OG198-54, OG603

• Low/Non-Flow:
–  Room Temp Cure: OJ2116
–  Thermal Cure: 323LP-T, 353ND-T, 354-T
–  UV Cure: OG116-31, OG198-55
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Characteristics To Help Choose the Correct EPO-TEK® Product
EPO-TEK Key advantages/ Characteristics

301 Low viscosity, RT cure, highly wicking, commonly used in fi ber optic catheters

301-2 Low viscosity, long pot life, RT cure, highly wicking ISO-10993, USP Class VI approved

302-3M Medium viscosity, RT cure, strong moisture and chemical resistance

323LP Medium viscosity, heat cure, long pot life version of 353ND

323LP-T Non-fl owing version of 323LP

353ND Well known (Industry standard) in fi ber optics, high performance and reliability

353ND-T Non-fl owing version of 353ND

354 Long pot life (3 days) version of 353ND, high strength and reliability USP Class VI approved

354-T Thixotropic version of 354

377 Low viscosity, heat cure, low stress and strong chemical resistance, ideally suited for fi ber optic bundles

383ND 8 hour pot life version of 353ND

OG116-31 Higher viscosity, UV cure, low fl ow material with high strength and low stress

OG142-87 Low viscosity, UV cure, high strength epoxy

OG198-54 Low viscosity, UV cure, allows for some shadow cure through heat

OG198-55 Non-fl owing version of OG198-54, allows for some shadow cure through heat

OG603 Low viscosity, very fast UV cure, acrylate type, for fi ber optic pigtails

OJ2116 Medium viscosity, very fast cure for fi eld assembly and repairs

OM125 Medium viscosity, RT cure, low shrinkage and low stress, blue color
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